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Stone	
  type	
   Sandstone	
  
ASTM	
  C97	
   Water	
  Absorption	
   1,57%	
  	
  
ASTM	
  C170	
   Compressive	
  Strength	
  w/	
  Rift	
   	
  10,200	
  psi	
  
	
   	
   Compressive	
  Strength	
  Across	
  Rift	
   17,400	
  psi	
  
ASTM	
  C880	
   Flexural	
  Strength	
  w/	
  Rift	
   1,600	
  psi	
  
	
   	
   Flexural	
  Strength	
  Across	
  Rift	
   2,120	
  psi	
  
ASTM	
  C241-­‐90	
  	
  	
  	
  	
  	
  	
  Abrasion	
  Resistance	
   28	
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